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Sample Details
GHD Sample No
Date Sampled
Sampled By
Location

Client Location

Other Test Results

TRA18-0504-02
26/04/2018

Sampled By Client
Rosedale Quarry

New Sample, Client ID:330

N/A

Description Method Result Limits
pH Value (pH) AS 1289.4.3.1 6.3
Particle Size Distribution AS 1289.3.6.1
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